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i i imucmm 
The characterization of coal as a macromolecular network has resulted in a significant advance in our 
understanding of this complex material. By applying the theories of Paul Flory (1,2), the solubility 
(or, more accurately, extractability) and swelling of a coal can be used as a probe of structure (3- 11). 
It is widely recognized however, that the original theories are flawed, particularly the Flory-Rehner 
treatment of the swelling of polymer networks (although it apparently benefits from the cancellation of 
errors (12)), and their application to coals is further limited by the presumed non-Gaussian behaviour 
of the "chains" and the realization that coal segments interact with each other and solvent through the 
formation of hydrogen bonds. Strong, specific interactions such as these are not accounted for in 
Flory's original equations describing the free energy of mixing and the Contribution of the chemical 
potentials to the balance of forces involved in the swelling of a cross-linked network. We have 
recently developed an association model that can account for hydrogen bonding in polymer mixtures 
(13-16). The result is a Flory-Huggins equation accounting for the entropy of mixing and the 
dispersive (and other) non-hydrogen bonding forces described by a x parameter, with an addition free 
energy term AGH that accounts for the change in the number and type of hydrogen bonds that occur as 
a function of composition; 

where @ 4 are volume fractions and xA.xB are "degrees of polymerization", or, more accurately, the 
ratio's otihtmolar volumes of the components relative to a reference molar volume. The crucial 
points concerning this equation are: 

1) The AGH term is negative and favourable to mixing 
2) The quantities used to calculate AGH are determined experimentally and there are no adjustable 

parameters in this term 
3) Phase behaviour is determined by the balance between the positive and unfavourable to mixing x 

term and the favourable to mixing entropic and AGH terms and the contribution of these terms to 
the derivatives of the free energy with respect to composition. 

The equations for AGH and its derivatives and the details of their specific application to coal have k e n  
presented elsewhere (17,lS). Here we will concern ourselves with a brief outline of some of our most 
important recent results. Space does not permit a detailed description of the calculations, which will be 
presented in a set of three papers that are a b u t  to be submitted for publication (19-21). Our 
discussion will touch upon; 

a) The determination of x from solubility parameters. 
b) The calculation of "hypothetical" phase diagrams for coal solutions 
c) The calculation of the molecular weight between cross-link points from swelling measurements 
d) The formulation of a new model for the description of coal swelling and its relationship to 

structure. 
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COAL. SOLUBILITY PARAhETERS 

If we are. limiting its application to non-specific and (relatively) weak interactions, then the value of the 
Rory X parameter can be estimated from solubility parameters using 

V 2 
x = (% - 6s) + 0.34 

where VB is a reference volume and & and S, are the solubility parameters of the coal and solvent, 
respectively. For an insoluble network the solubility parameter (4) has been determined in one of two 
ways; from group contributions using, for example, the methods of van Krevelen (4.22) Hoy (23) or 
Small (24), of from swelling measurements. Unfortunately, both these methods involve difficulties 
and for coals lead to the prediction of very different solubility parameters, even when the effect of 
hydrogen bonding is minimized or excluded. For example, h e n  et al. (7) carefully examined the 
swelling of acetylated coals in non-hydrogen bonding solvents. An Illinois No. 6 and a Bruceton coal 
both gave a maximum degree of swelling for solvents with solubility parameters in the range 9- I O  
( ~ a l . c m ~ ) ~ n .  This value would then normally be taken as the proper value for coal, as it would give 
the minimum value for x. However, a calculation of the corresponding solubility parameters using the 
atomic contribution method proposed by van Krevelen (4) gives values in the range 11-12 
(caVcrn3)'n, depending upon the precise value of the fraction aromaticity assumed for these samples. 
We found it difficult to understand precisely how van Krevelen obtained his parameters, as his 
methodology is not described, but on the basis of our calculations we believe it to be prone to large 
errors and fully of broad and perhaps unjustifiable assumptions, as we will discuss in detail elsewhere 
in a separate publication (19). The obvious choice would therefore seem to be the experimentally 
determined values. Paradoxically, we believe that van Krevelen's result is at least in the right range 
and the value obtained from maximum swelling i s m  the value for coal. 'This is not because of any 
problem with the experiments, but one that has its origins in free volume or compressibility effects that 
are ignored in simple theories of mixing. 

In resolving the differences in the values of 4 given by group contributions and swelling 
measurements we first observe that this problem is not unique to coal. Bristow and Watson (26) 
found that certain rubbers with solubility parameter values of the order of 9-10, gave maximum 
swelling in a series of n-alkanes with heptane, G7.4. This difference was demonstrated to be due to 
so-called free volume effects by Biros et al. (27). who applied Flory's equation-of-state theory (2). it 
is a relatively straightfonvard matter to show that such effects also account for the observed maximum 
in the swelling of coal. We have applied the.lattice fluid model of Sanchez and Lacombe (28-30) rather 
than Flory's theory, however. 

The association formalism we use to describe hydrogen bond interactions and the Sanchez-Lacombe 
theory are both simple latace models, so for future application it is more appropriate to combine these 
approaches, as we will report elsewhere (31). than to somehow graft an association model onto 
Flory's equation-of-state. Accordingly, using the equations of Sanchez and Lacombe (28-29) the 
Rory x parameter can be written as: 

or, more simply 
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X = i 2 . c e + p l  
kT (4) 

where F, Tare the reduced density and temperature (see references 27-29) and the subscripts 1 and 2 
refer to components 1 and 2 of the mixture. The term A&* is given by 

AE* = El,' + e2;- 2e1; (5) 

and is the u s d  difference in the energy of 1-2 contacts relative to 1-1.2-2 contacts. If we make the 
geometric mean assumption 

(6 )  

then 

The correspondence of this equation to the solubility parameter approach can then be seen immediately 
by rewriting equation 1 on the basis of numbers of molecules rather than moles and transforming the 
subscripts: 

The solubility parameters are related to the cohesive energy densities (CED) and hence the lattice fluid 
parameters (28.29) through 

where V* is the average close packed volume of a segment and generally varies with composition (i.e., 
VI* +v2*). If we assume there is no dependence of the energies of interaction (€1 I* etc.) on 
composition and use the identity VI = VI*/ ai, then equation (8) can be obtained directly from equation 
7. Accordingly, in the solubility parameter approach we can identify the parameter p with so-called 
free volume or compressibility effects, while the (81-&)* term reflects exchange interaction energies 
that are assumed independent of composition. We must now face the following question: for coal is 
the value of p of the order of 0.34, as in many polymer systems, or are free volume differences such 
that there is a larger deviation? It is a relatively stmightforward matter to use equation 3 to calculate x 
for various coaVsolvent mixtures. The necessary parameters for the solvents used by Larsen et al. (7) 
were obtained from Sanchez and Lacombe (28). while the parameters for coal were calculated from its 
coefficient of thermal expansion (a = 1 x 10-5, from van Krevelen (34) and an assumed value of the 
solubility parameter of 4 = 11.8, a value estimated from van Krevelen's method (4). Coal-solvent 
interactions were also assumed to be given by the usual geometric mean assumption. The equations 
necessary for these calculations are given elsewhere (19) and here we simply resent the result in 

value of X and hence a predicted maximum swelling with a solvent that has a solubility parameter of 
Figure 1, a plot of x vs &. A coal with a solubility parameter of 11.8 (cal/cm 5 )In has a minimum 
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about IO (caVcm3)l~. A value of 6 for an Illinois #6 coal of 11.4, as we estimate from a revised 
methodology (19) gives a predicted maximum swelling with non-hydrogen bonding solvents that have 
a solubility parameter in the range 9-10, corresponding to the value determined experimentally by 
Larsen et al. (7). 

THE PHASE BEHAVIOUR OF SOLUTIONS OF COAL MOLECULES 

An understanding of the solubility of a coal in various solvents can be obtained by a calculation of 
hypothetical phase diagrams. They are hypothetical in the sense that we assume that the coal is not 
cross-linked, but is simply a macromolecule. This macromolecule could be highly branched and with 
an extremely high molecular weight, but within the limitations of the simple lamce model applied here 
its equilibrium properties can be determined. This, in turn, allows an understanding of why a 
particular solvent is capable of extracting more (or less) soluble material than another and, as we will 
see, provides some fundamental insight into the variation of swelling behavior with temperature. 

In a preliminary communication of this work (18) we calculated theoretical phase diagrams as a 
function of coal rank. the value of x was estimated using van Krevelens method (4). As we will 
discuss in detail in a separate paper (19), we have little confidence in the value so calculated 
for any particular coal, but the trend with rank makes sense in terms of what we know about the 
structure of coal and the value appears to be in the right range. The calculation of the AGH term and 
the derivatives of the free energy are described in previous publications (13-18). hexe we will discuss 
the calculated spinodals for three coals, an Illinois #6, PSOC 207 and PSOC 402, shown in Figures 2- 
4, as these results bear on the interpretation of swelling measurements. 

For Illinois #6 coal we illusmte the spinodals obtained for mixing with three different solvents, 
pyridine, THF and benzene. For pyridine, we predict a typical inverted “ U  shaped stability curve 
with an upper critical solution temperature near 25OC. Mixtures with THF and benzene are predicted to 
be far less miscible, with the stability limits calculated to be near the two composition extremes. An 
examination of Table 1, which lists the solvent parameters utilized here, together with some values for 
other solvents, immediately demonsnates why. Pyridine forms much stronger hydrogen bonds that 
the other solvents listed (as measured by the equilibrium constant KA) and, in addition, its solubility 
parameter is closer to the range we estimate represents the most likely value for this coal (1 1-12 
(cYcm3)’n). Thus, favorable interactions (coal solvent hydrogen bonds) are maximized and x is 
minimized. This is a crucial point, correlation of coal swelling to a single parameter, chosen so as to 
represent x or some measure of the strength of favorable interactions, can be misleading. It is the 
balance of favorable and unfavorable forces that is crucial. 

The calculated spinodals for PSOC 207 and PSOC 402 in pyridine show progressively increasing 
values of the upper critical solution temperature (maximum value of the inverted “U) relative to 
Illinois #6 coal, a uend that largely reflects the increasing value of x calculated for this coal-pyridine 
series. To reiterate, although the precise positions of these curves are obviously affected by the errors 
in calculating &, we believe that this predicted &!XI in behavior should be reasonably accurate. 

The calculated phase behavioun indicates that if these coals were not cross-linked they would be 
completely soluble in pyridine at elevated temperatures. This remains true even if we assume very 
high molecular weights for the coal molecules (the contribution of the combinatorial entropy from the 
coal is very small for the degree of polymerization XB assumed in these calculations (xg=loO); 
changing this value to 1OOO or 10,ooO has only a minor effect on the calculated spinodals, as illustrate4 
in our preceding publications (17.18)). Accordingly, we believe that these results saongly support the 
present generally held view that at least up to a certain carbon content, coals are. cross-linked networks 

THE SWELLING OF COAL 

Hydrogen b n d i n g  affects the swelling of coal through its contribution to the chemical potential of the 
solvent (AGGH)A. The Flory Rehner equation, as modified by Kovac (32) and applied to coal by 
Larsen et al. (7),can then be written 
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where h?, is the number average molecular weight between cross link points and N represents the 
number of "clusters" between cross link points. Larsen et al. (7) studied the swelling of an extracted 
but otherwise unreacted Illinois #6coal in pyridine. Using the reported sweiiing ration of about 
Q=2.4, we obtained the plotsof &, the number averdge molecular weight between cross link points 
againstMo, the assumed molecular weight of a coal cluster, shown in Figure 5. In this initial plot we 
put (AGH)A = 0, Le., we ignored hydrogen bonding. Results were obtained for four different 
assumed values of &d. ranging from 9 to 12 and display the large sensitivity to x noted by Lucht and 
Peppas (8). These results are dramatically altered if we now include the effect of hydrogen bonding, 
using equation 10. The effecLof variations in x is now greatly reduced, as can be seen from Figure 6, 
and the calculated values of & are now much smaller. this is a consequence of the large contribution 
of hydrogen bonding to the chemical potential of the solvent, Le., the (AGH)A term dominates the x 
term. A calculated molecular weight of about 500, or "degree of polymerimtion" of about 2 clusters, 
between cross-link points is determined. This appears to be too small to be reasonable, but we will 
defer a discussion of this point  until after we consider some additional data. 

Lucht and Peppas (9) have also studied the swelling of various coals in pyridine, including PSOC 207 
and PSOC 402. These swelling measurements were conducted at three different tempewtures, 35,60 
and 80°C. and the results of applying equation IO to their data is shown in Figures 7 and 8. I t  c3n be 
seen that there are distinct differences in the calculated values of the molecular weight between cross- 
link points with much larger values being determined at high temperatures. Unlike Lucht and Pepp:rs 
(8), we allowed x to havc its usual In dependence, while the variation of the values of the equilibrium 
constants, and hence (AGH)A, with temperature was determined through the usual vant Hofi 
relationship (14). Accordingly, it is not the temperature dependence of the solvent chemical potential 
that is responsible for such large differences. Only small variations might be expected due to the errors 
inherent in the various assumptions that are made concerning the form of the temperature dependence 
ofthe parameters over this fairly limited range. An explanation is immediately apparent if we examine 
the calculated solution phase diagrams shown in Figures 3 and 4, however. PSOC 207 and 402 are 
predicted to have upper critical solution temperatures near75 and 125°C. respectively, these valwj 
being subject to the significant errors involved in estimating x( 19). Clearly, if the swollen network is 
at a temperature above this transition, in the single phase region, the cod should swell to the limit 
imposed by the nature of the network. Below this transition, however, there is a two phase. re g ion tliiit 
is predicted for the coal primary chains in pyridine. The precise position of this transition for the 
network would be affected by the elastic forces between cross-link points, but clearly at som, - critical 
temperature solvent would be expelled leading to the phenomenon of gel collapse. The plots shown ill 
Figures 7 and 8 suggest that this is precisely what we are observing in coal. PSOC 207 shows a hrgc 
change in swelling and hence calculated molecular weight on going from 35OC to 60°C. but 3 small 
difference on going from 60°C to 80°C. In contrast, the major change for PSOC 402 appears to occur 
beween 60°C and 80°C. We believe that these discontinuities in behaviour are due to expulsion of 
solvent from the swollen coal network. Our association model predicts this remarkably well; ;in 
examination of the calculated solution phase behaviours, shown in Figures 4 and 5, indicates that 
PSOC 402 has a higher UCST than PSOC 207. The absolute values of the transition are off by 
approximately 4OoC, but this is not bad considering the errors in calculating x and the probability that 
we should include a chain extension term in accounting for the phase behaviour of the gel. 

If we now consider the values of the molecular weight obtained at the highest swelling temperature to 
be the most accurate, the predicted molecular weight between cross links is now more reasonable, but 
still small in terms of the inherent limitations of the model. If we further assume that the molecular 
weight of an average "cluster" is of the order of 200, this model predicts that the number of such 
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clusters between cross links is of the order of three for these coals. We must therefore, question 
whether it is at all appropriate to apply Flory's theory to coal, even in the modified form expressed by 
equation 10. We will suggest an alternative in the following section. 

SWELLING BY DISINTERSPERSION 

Even if we discount the flaws perceived by various authors in the original Flory-Rehner theory, its 
application to coal, even using the modified Gaussian statistics proposed by Kovac (32) and 
accounting for the contribution of hydrogen bonding, must be considered highly suspect. The results 
suggest that the number of aromatic "clusters" between crosslinks is small and such chains are 
certainly stiff. Nevertheless, we believe that it is possible to construct a simple model that provides at 
least a rough estimate of the molecular weight between cross-link points, although we do not formulate 
it in those terms. 

This model is based on the very important observations of Bastide et al. (33) that the radius of gyration 
of the chains of a swollen polystyrene gel were equal, within the limits of experimental error, to that of 
the free chains in the same solvent, and did not vary when the degree of swelling was altered. On this 
basis it was proposed (34) that swelling was associated with a topological reorganization of the 
network, where the cross link points essentially rearrange their positions with only minor perturbations 
to the chain dimensions, a process that these authors labeled disinterspersion. We assume that the stiff 
molecules in coal essentially unfold in this manner and that the degree of swelling is then limited by the 
geomew of the system. A more complete account of our arguments is given in reference 1, but a 
schematic view of this process is illustrated in Figure 9. Strangely enough, we will argue that the coal 
"chains" are not straight rods, as shown in this figure, but follow random walk or perhaps self 
avoiding walk statistics. This is a second crucial point in the development of our simple model. It is 
important to realize that we are. not making this claim on the basis of any argument concerning chain 
flexibility. Instead, we propose that this is a consequence of the heterogeneity of linkages that must 
occur in coal. A two dimensional view of simple aromatic units (benzene and naphthalene rings), 
linked by -CHz- and -0- groups, is shown in Figure 10. Even if we require on steric grounds that 
bonds in the ortho position are unlikely, the variety of other possibilities result in a chain that can be 
modeled by a set of virtual bonds, in this example shown linking the centers of the aromatic clusters, 
such that they trace out a (more-or-less) random walk or random flight: If the network then simply 
swells to the limit permitted by the "unfolding" of these chains, which behave as stiff, bent wires, then 
the relationship between the degree of swelling and the contour length of these chains follows from 
simple geometry. If we let the functionality of the network be equal to f and the average end-to-end 
distance between cross link points be equal to & (=&bln), then we can pick a cross-lin3point i n  the 
swollen network at random and determine the volume of the chains in the volume (4/3) nR,, following 
Bastide et al. (34). This is equal to WsN, where Vs is the volume occupied by each "repeat" unit and 
N is the number of repeat units in each primary chain. It then follows that the volume fraction of 
polymer in the swollen gel is given by 

3WSN 
@ = -  

4NnR: 
. \' 

The quantity R.-, is related to N by the general relationship 

% = a W  

where a is the length of an average unit and v has a value in the range 0.5 to 1 (for a random walk v = 
0.5, a self avoiding walk v = 0.6 and for a rigid rod v = 1). 

The parameter a, Vs and N are not easily defined for any particular coal, but, as we show in more 
detail in a separate publication (21), by defining these quantities on a per carbon atom basis we obtain 
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where Nc is the number of carbon atoms between cross-link points, V, is the molar volume per carbon 
atom (which can be determined from the elemental composition and density), and a, is the length of 
such a cluster (or virtual bond in Figure 10) divided by the number of carbon atoms (ne in that cluster. 
If we assume that as a result of the heterogeneities of the cross-link points and the limited degree of 
chain flexibility that can occur in a good solvent, v = 0.6, then plots of N, vs n, for various values of 
a, can be constructed, as shown in Figure. 11 (a value off = 3 WBS assumed). The data used to obtain 
these plots was that of the Illinois #6 coal studied by Larsen et al. (7). If we assume an average of 8-9 
carbon atoms per repat  or cluster, corresponding to a mixture of substituted benzene and naphthalene 
rings, with the former predominating, then it follows from known bond length and bond angle 
geomeaies that a, is in the range 0.5 to 0.6, so that N, would have a value somewhere between 25 and 
45 carbon atoms, corresponding to approximately 3-5 clusters between each cross-link point. For a 
network with f = 4, this increases to a value between 4 and 7 (19). 

CONCLUSIONS 

We believe a number of important conclusions follow from this analysis, amongst the most significant 
of which are: 

1) Solubility parameters for coal are not accurately determined from swelling measurements because 
of free volume effects. 

2) The phase behaviour of the coal networklsolvent has to be taken into account when conducting 
swelling measurements. 

3) We predict that the phenomenon of gel collapse could occur in coal. 

4) A simple model for coal swelling based on disinterspersion has been proposed, following the work 
of Bastide et al. (33.34). 
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Table i. Paramctcn for Solvents at 25'C 

" 8  K A  h, 6, 
(em3 mol") (kcal mol") '(kcal mol") (cal c ~ n - ~ ) ' ' ~  

81 284.87 8.9 10.6 

m .  74.3 89.54 5.76 9.9 

ACEmN 74.3 58.9 4.03 9.9 

IDIE'IHYLIXER 101.7 45.24 5.76 7.5 

/ACE*O*TRUE 55.4 23.56 2.03 11.8 
~~~ 

82.2 1.41' 1.25 9. I 

* Weak H-bonds bctwecn OH groups and A clccrrans have been proposed 
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Figure 1. Plot of X vs solubility parameters for the Illinois 
116 coal and solvents studied by Largen et al. (7). 
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Figure 2. Phase diagram (spinodals) for an Illinois 86 coal 
mixed with various solvents. 
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COAL(PSOC207)-PYRIDINE MIXTURE 
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Figure 3 .  Phase diagram ( sp inoda l )  for PSOC 207- 
pyridine mixtures.  

COAL(PSOC402)-PYRIDINE MIXTURE 
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Figure 4 .  Spinodal f o r  PSOS 402fpyridine mixtures.  
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Fiture 9. Disinterspersion for a 
network of rigid rods. 
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Figure 10. A random walk imposed by a 
pattern of substitution in a 
rigid chain. 
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Figure 11. Plot of Nc (number of carbon atoms between 
cross link points) vs nc (the number of 
carbon atoms per cluster). 
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